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Fases de trabalho e planejamento de processo
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Material Extrusion                                                  FDM = FUSED DEPOSITION METHOD
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PHOTOPOLYMERIZATION

Selective Polymerization
(one beam)

Selective Polymerization
(two beams)

Layer Polymerization

Stereolithography (SL) technology
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PHOTOPOLYMERIZATION Stereolithography (SL) technology

Evolução histórica



PROCESSOS DE MANUFATURA ADITIVA

PHOTOPOLYMERIZATION Stereolithography (SL) technology

Máquinas existentes

Plataforma 
sobe, 
espelhos 
movem

Plataforma 
sobe, mesa 
se move

Plataforma 
sobe, mesa 
transparente 
se move

Lasers de 2 
frequências,
Mesa se 
move 3D
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PHOTOPOLYMERIZATION Stereolithography (SL) technology

Máquinas existentes

Máquina com polimerização por máscara
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Máquinas existentes

Máquina com polimerização por máscara

PHOTOPOLYMERIZATION Stereolithography (SL) technology

Continuous 
stereolithography with 
dual-wavelength 
irradiation

Continuous liquid
interface 
production (CLIP)

High-area rapid printing (HARP)
system
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PHOTOPOLYMERIZATION Stereolithography (SL) technology

Novos sistemas SLA
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PHOTOPOLYMERIZATION Stereolithography (SL) technology

Exemplos
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PHOTOPOLYMERIZATION Stereolithography (SL) technology
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FDM = FUSED DEPOSITION METHOD
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FDM = FUSED DEPOSITION METHOD
Deposition heads
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FDM = FUSED DEPOSITION METHOD Lay out de máquinas existentes
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FDM = FUSED DEPOSITION METHOD Lay out de máquinas existentes
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FDM = FUSED DEPOSITION METHOD Exemplos


