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– Why	nanocrystal	is	a	smart	approach…	
	
– How	nanocrystal	works…	

– What	can	be	accomplished	using	nanocrystal	
platform?	

	





Poorly	water-soluble	drug:	United	
States	Pharmacopeia	

Table	1.	Relative	terms	of	solubility	

	

DESCRIPTIVE	TERM	
PARTS	OF	SOLVENT	

REQUIRED	FOR	1	PART	
OF	SOLUTE	

Very	soluble	 <	1	

Freely	soluble	 1-10	

Soluble	 10-30	

Sparingly	soluble	 30-100	

Slightly	soluble	 100-1000	

Very	slightly	soluble	 1000-10,000	

Practically	insoluble	or	insoluble	 >10,000	



Source:	Technical	Brief	2011	Volume	9	
						Particle	Sciences	

Biopharmaceutical	classification	System	
(BCS)	



Medicine	essential	list	(WHO,	2013)	
oral	solution:	20	mg/5	mL	
Injection:	10	mg/mL	(pH=9,5)	
Tablets:	10,	20	e	40	mg		

Furosemide,	a	loop	diuretic,	inhibits	water	reabsorption	in	the	
nephron	by	blocking	the	sodium-potassium-chloride	

cotransporter	
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How	big	is	the	problem?	

About										of	of	the	top	200	oral	drugs	marketed	in	the	
United	States		
									of	drugs	listed	in	the		
US	Pharmacopeia	
								of	compounds	under		
development	
Nearly										of	molecules		
in	the	discovery	pipeline		

40%	

90%	

Ilustração:	Orlando	Paes	Filho®	http://www.anguswar.com	Fonte:	Rodriguez-Aller	et	al.,	2015		

33%	

75%	

	
	
	



Nanocrystal:	definition	

•  Particle	 with	 average	 size	 in	 the	 sub-micron	 range,	
which	 has	 no	 matrix	 and	 its	 structure	 can	 have	
amorphous	 or	 crystalline	 character.	 Such	 particles	
are	 stabilized	 in	 the	 water	 through	 the	 addition	 of	
surfactants	or	polymers	in	the	formulation.		

	
	
	

	 	 	 	 	 	 	 	 	 												(MAULUDIN	&	MULLER,	2013)	

nanosuspension	



Nanotech	Strategies:	poorly	soluble	drug	substance	

Solid	Lipid	Nanoparticles	
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Fundamentals:	Noyes-Whitney	Equation	
	

	
dx/dt	:		dissolution	velocity	
D:		dissolution	coefficient	
A:		particle	surface	area	
h:		diffusion	distance		
Cs	saturation	solubility	
X:	liquid	interstitial	concentration	
V:	dissolution	medium	volume	
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Fundamentals:	Kelvin	Equation	

	
	p:		actual	vapor	pressure	
P0	:	saturated	vapor	pressure		
γ:		surface	tension	
Vm	:	molar	volume		
R:			constant		
r	:	radius	droplets	
T:		temperature	

ü  due	 to	 the	 increased	 saturation	 solubility,	 the	 concentration	 gradient	
between	 gut	 lumen	and	blood	 is	 increased,	 consequently	 the	 absorption	
by	passive	diffusion	will	be	improved	(JUNGHANNS	&	MÜLLER,	2008)	

	

ln p
p0
=
−2γVm
rRT

Eq.(2)	





	
Surface	area	to	volume	ratio		

	

5	cm	

5	cm	

	Area	=	5	cm	x	5	cm	x	6	=	125	cm2	(1	cube)	or	0.015	m2			

Area	=	1	nm	x	1	nm	x	6		x		1.25	x	1023	=		7.5	x	1023	nm2		or		750,000	m2			

Ratio:	750,000		÷	0.015	=	50	million	





Nanocrystal:	sales	2016	

2002	 2003	 2004	 2005	

	US$		115	

US$	62	
US$	307	 US$	58*	

2006	 2008	 2009	

US$	2,210		

	US$		58	



Nanocrystal:	FDA	submission	
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Furosemide	Nanocrystals	

Pharm	 Dev	 Technol.	 2016	 Nov;21(7):812-822.	
Physical-	 chemical	 properties	 of	 furosemide	
nanocrystals	 developed	 using	 rotation	 revolution	
mixer	

	(Barbosa	et	al.,	2015)	



SGF	-	2,2x	 pH	4,5	-	1,8x	

SIF	-	3,8x	



Orotic	acid	nanocrystals	

BR1020160202434	





Processo	 de	 obtenção	 de	 nanocristais	 de	
rifampicina,	 nanocristais	 de	 rifampicina	 obtidos	 e	
seu	uso	

BR10201701524	
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HYDRODYNAMIC MEAN DIAMETER (DHM), POLYDISPERSITY INDEX 
(PI) AND THE ZETA POTENTIAL (ZP) OF THE NANOCRYSTALS 

Table 13 . DHM, PI and ZP of. nanocrystals F1-MU e F2-UM. 

Sampler DHM (d. nm) PI  ZP (mV) 
F1-MU  340.60 ± 5.44 0.20 ± 0,01 -8.80 ± 0.45 
F2-MU 364.20 ± 4.50 0.27 ± 0.02 -8.91 ± 0.03 

LYOPHILIZATION OF NANOSUSPENSIONS 

Sampler DHM (d. nm) PI ZP (mV)  
F1-MU 340.60 ± 5.44 0.20 ± 0.01 -8.80 ± 0.45 

F1-MU after 
resuspension 345.70 ± 3.45 0.31 ± 0.04 -8.98 ± 0.36 

F2-MU  364.20 ± 4.50 0.27 ± 0.02 -8.91 ± 0.03 
F2-MU after 

resuspension 363.20 ± 2.96 0.24 ± 0.02 -9.01 ± 0.03 

Table 14 . DHM, PI and ZP of. nanocrystals F1-MU e F2-UM reconstituted after lyophilization. 

A            B 



CONTENT OF RIFAMPICIN IN NANOSUSPENSIONS 

Sampler  Concentration (mg/mL) Content (%) 
F1-P 42.87 ± 0.38 96.27 ± 0.38 

F2-P 42.39  ± 0.47 95.97 ± 0.47 
F-FURP 17.78 ± 2.02 88.9% ± 2.02 
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Table 15- Quantification of rifampicin in reference suspension rifampicin 20 mg/mL 
(FURP) and nanosuspensions F1-MU and F2-MU.  



SATURATION SOLUBILITY OF RIFAMPICIN NANOCRYSTALS 

Media/pH  Rifampicin 
(mg/mL) 

MF F1-MU 
(mg/mL) 

MF F2-MU 
(mg/mL) 

F1-MU             
(mg/mL) 

F2-MU                (mg/
mL) 

Acetate buffer pH 4,5 0,31 ± 0,02 0,92 ± 0,03 0,93 ± 0,24 1,30 ± 0,05 (4,19x) 0,94 ± 0.04 (3,03x) 
Water pH 6.0 0,95 ± 0,03 1,21 ± 0,01 1,40 ± 0,03 1,82 ± 0,02 (1,92x) 1,58 ± 0,01 (1,66x) 

Phosphate buffer pH 6.8 1,37 ± 0,01 2,13 ± 0,03 2,01 ± 0,04 2,38 ± 0,04 (1,74x) 2,14 ± 0,02 (1,56x) 
Phosphate buffer pH 7.2 1,89 ± 0,05 2,67 ± 0.02 2,47 ± 0.03 2,73 ± 0,01 (1,44x) 2,69 ± 0.02 (1,42x) 
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Table 16- Rifampicin nanocrystals solubility in different media at 37.0 ° C. n = 3 



Table 17- Dissolution Efficiency (% DE) of F1-MU and F2-MU rifampicin nanosuspensin and 
reference rifampicin suspension 20 mg / ml (F-FURP) evaluated in 45 minute test time. 
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Sampler  DE% 
F1-MU  89.3 
F2-MU  89.6 

F-FURP 78.0 

Figura 19- Dissolution 
profile of F1-UM. 
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Ostwald	ripening		
•  Due	to	the	different	Laplace	pressure,	a	diffusion	of	molecules	

of	 the	 disperse	 phase	 from	 small	 droplets	 to	 big	 droplets	
occurs	through	the	continuous	phase.	Thus	the	small	droplets	
dissolve	whereas	large	droplets	grow,	affecting	the	long-term	
stability	of	the	system.			



Ostwald	ripening	phenomenon	
•  https://www.youtube.com/watch?
v=afarOfvrGMU	

larger	particles	are	more	energetically	stable	than	smaller	particles		
	



	

Obrigada		
Thank	you	
感谢

	



Breaking	time	

Source:	Orlando	Paes	Filho®	http://www.anguswar.com	(my	husband)	



Saturation	solubility	
•  The	 thermodynamic	 solubility	

constant	 is	 defined	 for	 large	
monocrystals.	 Solubility	 will	
increase	 with	 decreasing	 size	 of	
solute	 particle	 because	 of	 the	
additional	 surface	 energy.	 This	
effect	 is	 generally	 small	 unless	
particles	 become	 very	 small,	
typically	smaller	than	1	μm.		

	
	
	
	

Source:	Orlando	Paes	Filho®	http://www.anguswar.com		


