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DSC … Metodologia e Aplicações
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Silicone rubber & PET …crystalization
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1st and 2nd heating DSC curve of PET. 

In the 2nd heating (lower), Tg and cold crystallization peak are observed since 
the sample was converted to amorphous after rapid cooling

https://www.hitachi-hightech.com/global/products/science/appli/ana/thermal/index.html

https://www.hitachi-hightech.com/global/products/science/appli/ana/thermal/index.html


UV Curing Adhesives
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Pharmaceuticals: Crystal polymorphism and Cristallinity
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Carbamazepine

tratamento da epilepsia e dor neuropática



Pharmaceuticals: Crystal polymorphism and Cristallinity
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Ursodeoxycholic acid

For the treatment of primary biliary cholangitis

Effect of milling



Purity measurement
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Melting fraction of chocolate
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Thermal denaturation of a proteins
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MW effect on glass transition


